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We report the electronic structure, synthesis, and measurements of the magnetic, transport, and
thermal properties of the polycrystalline noncentrosymmetric compound Re6Zr. We observed a bulk
superconducting transition at temperature Tc ∼ 6.7 K, and measured the resistivity, heat capacity,
thermal conductivity, and the London penetration depth below the transition, as well as performed
doping and pressure studies. From these measurements we extracted the critical field, and the
superconducting parameters of Re6Zr. Our measurements indicate a relatively weak to moderate
contribution from a triplet component to the order parameter, and favor a full superconducting gap,
although we cannot exclude the existence of point nodes based on our data.

PACS numbers: 74.25.fc, 74.25.jb, 74.25.Op, 74.70.Ad

I. INTRODUCTION

The topic of superconductivity in systems lacking spa-
tial inversion symmetry has undergone a resurgence since
the discovery of superconductivity in CePt3Si [1]. In a
material lacking an inversion center, parity, and hence
spin, is no longer a good quantum number. Conse-
quently, the conventional classification of the supercon-
ducting states into a spin singlet with the spatially sym-
metric (s,d-wave), or triplet with antisymmetric (p,f -
wave) wave functions of the Cooper pairs no longer ap-
plies. Instead, in a noncentrosymmetric superconductor
(NCS), the order parameters possessing different spatial
symmetry properties (transforming according to different
representations of the point group of the crystal) gener-
ally have mixed singlet and triplet character. Technically,
lack of inversion symmetry dictates that the band spin-
orbit (SO) coupling is antisymmetric in the crystal mo-
mentum, k, leading to energy splitting of the Bloch states
at the same k with opposite spins. In most common
situations the strength of this antisymmetric spin-orbit
coupling (ASOC) significantly exceeds the superconduct-
ing energy gap, pre-empting pairing between ASOC-split
bands, resulting in mixed singlet-triplet states [2–4]. If
the triplet component is significant, the superconducting
gap may become highly anisotropic, and develop line or
point nodes [5–8]. It is important to note that there is
no symmetry requirement for gap anisotropy in NCSs.
Strong anisotropy is rare in such materials [9–11], and
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most frequently appears from the projection of the pair-
ing interaction onto the ASOC-split bands, as, for exam-
ple, in Li2Pt3B [12].

Very recently, muon spin relaxation (µSR) measure-
ments on two NCSs, LaNiC2 [13] and Re6Zr [2], indi-
cated time reversal symmetry (TRS) breaking in both
the systems by detecting the apearance of spontaneous
magnetic field at the onset of superconductivity. So
far only a handful of unconventional superconductors,
e.g. Sr2RuO4 [14, 15], UPt3, (U,Th)Be13 [16, 17],
(Pr,La)(Os,Ru)4Sb12 [18], PrPt4Ge12, and LaNiGa2 [19,
20] were found to exhibit this property. LaNiC2 and
Re6Zr are the only two NCSs so far that show evidence
for the TRS-broken states. Generally, since the ASOC
has the full symmetry of the lattice, absence of inversion
symmetry by itself cannot lead to the TRS breaking:
strong electron-electron interactions and/or unconven-
tional pairing mechanism are required to stabilize such a
state. Indeed, it was suggested that a purely-triplet state
emerges in LaNiC2 due to electron-electron correlations
allowing the TRS breaking[13]. Similarly, if Re6Zr sup-
ports the TRS state, as is indicated by the µSR measure-
ments [2], it must be due to an unconventional pairing
mechanism. For such a mechanism the gap anisotropy is
required by symmetry, and the pairing states suggested in
Ref. [2] indeed possess either line or point nodes. While
at present there is no other corroborating evidance avail-
able for TRS breaking, we invesitagte the possible con-
sequences of it on the superconducting properties. Even
though superconductivity in Re6Zr was first reported in
1961 [21], there have been no comprehensive studies of
the electronic structure and physical properties of Re6Zr
at low temperature.

In this paper, we present the synthesis, characteriza-
tion, electronic band structure, resistivity, heat capac-
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ity, thermal conductivity, and low-temperature penetra-
tion depth of Re6Zr, along with results from chemical
doping and a physical hydrostatic pressure study. Ther-
mal and penetration depth measurements are very use-
ful in providing information on the nature of the pairing
state and the electron-electron interactions. In conven-
tional BCS-like superconductors, the thermal conductiv-
ity, κ(T ), decreases below Tc [22]. However, in unconven-
tional superconductors (non BCS-type), such as strongly
correlated systems, high Tc cuprates, and iron pnictides,
the thermal conductivity often increases upon cooling
below Tc [23–28]. For example, it was suggested that
over-doped samples in Co-doped BaFe2As2 show an en-
hancement in the electronic contribution to their thermal
conductivity below Tc, due to an increase in the quasi-
particle mean free path and the presence of a nodal gap
structure [29]. More recent measurements on the same
system attribute the enhancement in thermal conductiv-
ity to the formation of a spin gap with a reduction in elec-
tron scattering from magnetic spin fluctuations [25]. At
low temperatures, T � Tc, the behavior of the electronic
thermal conductivity, heat capacity, and the penetration
depth carry information about the nodal structure of the
gap.

The structure of Re6Zr is α-Mn, cubic with space
group I4̄3m. The unit cell has 58 atoms that occupy
four distinct crystallographic sites. A recent study [2]
showed bulk Re6Zr has a superconducting transition of
7 K. From measurements performed in this work, sev-
eral superconducting parameters, such as the coherence
length (ξ), penetration depth (λ), and the upper critical
field (Hc2) were estimated. Hc2 is important for NCS
superconductors, since its value in comparison with the
Pauli limiting field can suggest the existence of a triplet
component to the pairing. We also performed specific
heat measurements, which verified a bulk superconduct-
ing transition. Thermal conductivity showed an enhance-
ment in the electronic contribution below Tc, very similar
to that observed in Co-doped BaFe2As2. The enhance-
ment in the thermal conductivity is suppressed with the
application of an external magnetic field. Our results at
low temperature do not give evidence for the existence of
nodal quasiparticles, and are most consistent with a fully
gapped superconductor. While it is possible that the
contribution of the excitations from linear point nodes
is sufficiently small to be compatible with the data, we
do not find good evidence for line nodes. This severely
restricts the possible order parameters in Re6Zr.

II. EXPERIMENT

Polycrystalline samples of Re6Zr were made by arc
melting stoichiometric amounts of pure Zr slug (99.99%
Alfa Aesar) and Re slug (99.99% Alfa Aesar) under a
partial pressure of ultra high purity argon gas on a water-
cooled copper hearth with a tungsten electrode. The but-
ton of Re6Zr was flipped several times and remelted to

ensure a homogeneous sample. Mass loss during the syn-
thesis was negligible, and the sample formed a uniform
and hard button. Several off-stoichiometric samples were
made to check the effect of stoichiometry on Tc. We also
synthesized and studied samples doped with Hf, Ti, W,
and Os to check the effect of doping on Tc.

The crystal structure and phase purity of the arc
melted samples were investigated by powder X-ray
diffraction using a small portion of powdered sample on a
PANalytical Empyrean multi-stage X-ray diffractometer
with Cu Kα radiation (λ = 1.54 Å). The system has a
θ-2θ geometry, and data were taken from 10◦ to 90◦ at a
constant scan of 2◦ per minute at room temperature. Ele-
mental composition was determined with a JSM-6610LV
high performance scanning electron microscope (SEM)
equipped with an energy-dispersive spectrometer (EDS).

The electrical resistivity was measured using a stan-
dard four-probe ac technique at 27 Hz with an excitation
current of 1-3 mA, in which small diameter Pt wires were
attached to the sample using a conductive epoxy (Epotek
H20E). Data were collected beween 1.8 to 290 K and in
magnetic fields up to 9 T using a Quantum Design, Phys-
ical Property Measurement System (PPMS). The specific
heat was measured in the PPMS using a time-relaxation
method between 2 and 20 K at 0 and 9 T. Magnetic sus-
ceptibility was also measured in the PPMS in a constant
magnetic field of 30 Oe; the sample was zero-field-cooled
(ZFC) to 1.8 K, and then magnetic field was applied, fol-
lowed by heating to 10 K and then cooled down again
to 1.8 K [field-cooled (FC)]. The low temperature upper
critical field was measured in a 35 T resistive magnet at
the National High Magnetic Field Laboratory (NHFML)
using a four-probe ac technique with a 3 mA excitation
current. The thermal conductivity was measured with
the PPMS’s thermal transport option, which uses a low-
frequency square-wave heat pulse to create a temperature
gradient across the sample. The temperature dependence
of the superconducting penetration depth was measured
in a 3He fridge with a 9 T magnet at Ames Laboratory
using a tunnel-diode resonator (TDR) oscillating at 14
MHz and at temperatures down to 0.5 K. Further de-
tails of the measurement and calibration can be found
elsewhere[30–32].

Measurement of the transition temperature under ap-
plied hydrostatic pressure (P ) was carried out in a com-
mercial BeCu cylindrical pressure cell (Quantum De-
sign) within a Magnetic Properties Measurement Sys-
tem (Quantum Design, MPMS SQUID magnetometer).
Daphne 7373 oil was used as the pressure-transmitting
medium. The value of the applied pressure was cal-
ibrated by measuring the shift of the superconducting
transition temperature of Pb, which was used as a ref-
erence manometer (Tc of Pb is ∼ 7.19 K at ambient
pressure)[33].
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III. RESULT & DISCUSSION

A. Characterization

The XRD pattern of polycrystalline Re6Zr is shown in
Fig. 1. Rietvelt refinement of the XRD data indicates
the sample was single phase with a cubic cell parameter
of a = 9.6989 ± 0.0002Å, which is in good agreement
with published data [2]. A schematic view of the crystal
structure is shown in the inset of Fig.1. Re6Zr forms
in the α-Mn cubic structure with the primitive Bravais
lattice I4̄3m (space group 217). This particular structure
lacks a center of inversion. SEM data, utilizing EDS,
confirmed the atomic ratio is approximately 6:1.

FIG. 1. Powder XRD pattern (open circles) of Re6Zr at room
temperature. The solid line represents the Rietveld refine-
ment fit calculated for the α-Mn cubic-type structure with
space group I4̄3m. The inset shows a schematic view of the
crystal structure of Re6Zr.

The electronic band structure of Re6Zr was calcu-
lated using the WIEN2K full-potential linearized aug-
mented plane wave(LAPW) software package [34] us-
ing the Generalized Gradient Approximation exchange-
correlation potential [35]. The room temperature lat-
tice constant of 9.6989 Å was used and the cutoff in the
LAPW basis was varied from RKmax = 7.00 to RKmax

= 8.00 to ensure convergence. A 19 × 19 × 19 mesh of
points was used for the Brilluoin zone integration that
employed the modified tetrahedron method. One set of
calculations was done omitting the SO interaction for the
valence bands. A second set of self-consistent calculations
included the SO interactions for the valence bands using
a scalar relativistic approximation.

The results of these calculations are presented in Fig. 2

for the band structure and Fig. 3 for the density of states
(DOS). The DOS near the Fermi level is almost entirely
composed of Re and Zr d bands, however, since the ratio
of Re to Zr is 6:1, Re-d bands comprise the majority of
the states. There are 4 bands at Γ about 0.2 eV below
the Fermi surface, as seen in Fig. 2(a), and two of them
look like a Dirac point. SO coupling lifts the bands very
close to the Fermi level and splits the spin degeneracy
which can be seen in Fig. 2(b). The band splitting due to
the SO interaction is about 30 meV and is comparable to
that of Li2Pd3B [1]. Its worthwhile to note that the band
splitting due to ASOC in Li2Pt3B is about 200 meV, and
it has an anisotropic superconducting gap [1, 12], while
Li2Pd3B has a fully gapped isotropic order parameter.

FIG. 2. Section of the calculated electronic band structure of
Re6Zr along high symmetry directions within the range of ±
1 eV around EF . Panel (a) shows bands without SO coupling
and (b) shows bands with SO coupling.

The normal state temperature dependence of the resis-
tivity of Re6Zr between 10 K and 150 K is shown in Fig. 4.
The resistivity is metallic, and an inflection point in ρ(T )
at ≈ 50 K is observed. The normal state resistivity (≈
150 µΩ cm at room temperature) is typical of polycrys-
talline metallic materials. The residual resistivity ratio
(RRR), ρ290K/ρ10K = 1.10, is small, which suggests the
transport in the sample is dominated by disorder. The
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FIG. 3. Section of the total and individual atom projected
DOS (in units of states eV −1) of Re6Zr within the ±4 eV
energy range around EF . Result here is shown without SO
coupling.

low temperature resistivity data were fitted as shown in
the inset of Fig. 4 to the power law,

ρ = ρ0 +ATα. (1)

Here, α = 2, the residual resistivity ρ0 ≈ 135 µΩ cm,
and the coefficient A = 0.0079 ± 0.0002 µΩ cm/K2. The
fit describes the data reasonably well between 10 and
50 K, suggesting a Fermi-liquid like temperature depen-
dence at low temperature in the normal state.
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FIG. 4. Normal state temperature dependence of the electri-
cal resistivity of Re6Zr. The solid line is a fit to the data as
discussed in the text. Inset shows the data between 10-50 K
and blue solid line indicates a line fit to the data.

The value of ρ0 is large, most likely due to the poly-

crystalline nature of the sample. The Kadowaki-Woods
ratio [36] (KWR) A/γ2, where γ is the sommerfeld co-
efficient, is taken as a measure of the degree of electron
correlations in the material. From the heat capacity data
γ was estimated as 27.5 mJ mol−1K−2, and the KWR was
found to beA/γ2 ≈ 10.44 µΩ cm mol2 K2J−2. This KWR
value is typical of heavy fermions and suggests Re6Zr is
a strongly correlated electron system[36, 37]. The tem-
perature dependent resistivity from 2 to 290 K is shown
in Fig. 5. A sharp superconducting transition is observed
at 6.7 K (inset Fig. 5). The 90% to 10% transition width
is less than 0.05 K.
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FIG. 5. Temperature dependence of the electrical resistivity
of Re6Zr from 2 K to 290 K with the inset showing a sharp
superconducting transition at 6.7 K.

The ZFC and FC temperature dependent magnetic
susceptibility data are shown in Fig. 6. Measurements
were performed at 30 Oe in a temperature range from
1.8 K to 10 K. The onset of diamagnetism occurs near
6.6 K, which is in agreement with the transport data.
The ZFC data show a large, negative volume susceptibil-
ity of near −1 at low temperature. A perfect Meissner
fraction corresponds to 4πχ = −1. Several small odd-
shaped pieces of sample were measured, and the data
were not corrected for demagnetization effects.

B. Upper critical field

The upper critical field was calculated by applying a
variety of magnetic fields up to 9 T to the same sample in
the PPMS and measuring the shift in Tc. The transition
temperatures at higher fields was measured in a 35-T re-
sistive magnet at the NHFML. For these measurements,
temperatures were as low as 0.32 K, and critical fields at
different temperatures up to 2 K were investigated. At
all applied fields, a sharp superconducting transition was
observed as shown in the upper panel of Fig. 7.

As expected, Tc shifts to lower temperature as the field
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FIG. 6. ZFC and FC susceptibilities for Re6Zr at a constant
field of 30 Oe. The value of the ZFC volume susceptibility
data at low temperatures indicates bulk superconductivity.

FIG. 7. Upper critical field of Re6Zr as a function of tem-
perature. The transition temperatures were taken from the
midpoint of the resistivity drop from the normal state as seen
in (a) and (b). In the left upper panel (a), the behavior of
the transition temperature measured in PPMS under applied
fields of 0, 0.5, 1, 1.5, 2, 3, 4, 5, 6, 7, 8, and 9 T is shown
from right to left, respectively. On the right in plot (b), the
critical fields at different temperatures down to 0.32 K were
measured at NHFML. The solid line in (c) is a fit to Equation
3, as described in the text.

increases and the transition gets broader. Superconduc-
tivity remains above 2 K for an applied field of 9 T, in
the PPMS data, which indicates a large upper critical
field and is consistent with data from NHFML. Using
the midpoint resistivity from its normal state value, the
upper critical field is plotted as a function of transition
temperature, Tc. The variation of Hc2 with Tc is approx-
imately linear with a negative slope without showing any
saturation for applied fields as high as 9 T. Below 2 K to
0.32 K and above 9 T, Hc2 shows slight saturation.

Using the Werthamer-Helfand-Hohenberg (WHH) ex-
pression [38],

µ0Hc2(T ) = −0.693µ0(dHc2/dT )Tc
Tc, (2)

µ0Hc2(0) was estimated using the data range from T =
T c to T c/3. From the slope µ0(dHc2/dT)≈ ¬ 2.31 ±
0.04 T/K, and using Tc = 6.68 K, we found µ0Hc2(0) =
10.65 ± 0.02 T, which is slightly smaller than the value
reported by Singh et al[2].

We also estimated the upper critical field by fitting the
data with the empirical formula [39],

Hc2(T ) = Hc2(0)(1− t2)/(1 + t2), (3)

with t = T/Tc, and Tc the transition temperature at zero
applied field. The fit gave a value of 11.6 ± 0.1 T. This
value is close to the Pauli limiting field of 1.83Tc , which is
12.22 T. This large upper critical field can originate from
the strong coupling or from a triplet pairing component
in Re6Zr, as well as a combination of the both.

If we assume the upper critical field to be purely
orbital, the superconducting coherence length (ξ) can
be calculated using Hc2(0) = Φ0/2πξ(0)2, where Φ0 =
2.0678 × 109 Oe Å2 is the flux quantum[39]. From this
we found ξ(0) = 53.3 Å, for Hc2(0) = 11.6 T. Similarly,
from the relation Hc1(0) = (Φ0/4πλ2)ln(λ/ξ), using 8
mT as Hc1 which was reported in this ref [40], the mag-
netic penetration depth was found to be, λ(0) = 3696
Å. The Ginzburg-Landau parameter is then k = λ/ξ =
69.3. The upper critical field and Pauli limiting field
closely follow the relation Hc2(0)/HPauli = α/

√
2. The

Maki parameter was found to be α = 1.34. The siz-
able Maki parameter obtained is an indication that Pauli
pair-breaking is non-negligible [41]. Thus, an anisotropic
study of the upper critical field in a single crystal would
provide greater evidence for it exceeding the Pauli limit,
where the momentum-space dependence of the SO cou-
pling could be studied[6]. If it is found to be the case,
the result would suggest a substantial contribution from
a spin triplet component to the pairing mechanism[1, 42].

C. Thermal conductivity

We measured thermal conductivity data between 2 -
290 K, with and without applied field. The zero-field
data above 10 K are shown in Fig. 8. A greater den-
sity of data points was taken below 150 K. The total
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thermal conductivity has a room temperature value of
about 8.5 W/K m, which is comparable to other metallic
alloys. We have assumed that the total thermal conduc-
tivity (κtot) is composed of a lattice, or phonon contribu-
tion (κph), and a conduction electron contribution (κe),
which depends both on the temperature and carrier con-
centration. The electronic contribution to the thermal
conductivity was estimated using the Wiedemann-Franz
law, which assumes the energy/momentum relationship
is given by a single parabolic band. Here, κe = L0T/ρ,
where L0 = 2.45× 10−8 W Ω K−2 is the Lorenz number.
The phonon contribution was then estimated from κph =
κtot−κe. As shown in Fig. 8, κe decreases proportionally
with temperature, whereas κph remains approximately
constant above 50 K.
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FIG. 8. Thermal conductivity of Re6Zr above 10 K. The main
panel shows the total, phonon, and electronic contributions to
the thermal conductivity. The dashed lines are guides to the
eye. Inset: Temperature dependence of the reduced Lorenz
number.

The temperature dependence of the reduced Lorenz
number (L/L0) is shown in the inset of Fig. 8. Here,
L=κtotρ/T . The reduced Lorenz number increases
rapidly below 100 K with decreasing temperature and
obtains a large maximum value of 5.8 at approximately
25 K. These large values of L/L0 are typically ob-
served in heavy fermion compounds, such as URu2Si2
and CeCu4Al [43, 44]. If the thermal conductivity was
due solely to the electronic contribution, then the reduced
Lorenz number would be identically 1, in accordance with
the Wiedemann-Franz law. Large values of L/L0 suggest
the thermal conductivity is dominated by phonons, espe-
cially below 100 K.

Further evidence for a phonon-dominated thermal con-
ductivity in Re6Zr is shown in Fig. 9, where we plotted
the low temperature thermal conductivity below 10 K,
which spans the superconducting transition. The ther-
mal conductivity shows no signature of superconductivity
at the transition temperature, Tc, which is indicated by
the dashed vertical line in Fig. 9. However, a significant
enhancement in κtot occurs below Tc. In zero field, the
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108642
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 H = 0 T
 H = 0.5 T
 H = 5 T

Tc

FIG. 9. Low temperature thermal conductivity of Re6Zr in
different magnetic fields, showing the enhancement below Tc

and the suppression with magnetic field. The vertical dashed
line indicates Tc at zero field.

thermal conductivity increases below 6 K and reaches
a maximum near 4.5 K. This behavior is typically ob-
served in unconventional superconductors, such as heavy
fermions, iron pnictides, and high-Tc cuprates [25, 28, 43],
in contrast to conventional superconducting systems,
where the thermal conductivity decreases below Tc due
to the loss of the electronic contribution[22].

Many of the unconventional systems contain magnetic
elements and order antiferromagnetically. The enhance-
ment in the thermal conductivity is often attributed to a
reduction in scattering from spin fluctuations [25]. We do
not expect this to be the mechanism responsible for the
enhancement in the thermal conductivity in Re6Zr, as it
displays Pauli paramagnetism below room temperature.

The enhancement could be electronic in origin, due
to strong inelastic scattering of electrons that freezes
out with the opening of the gap. It could also be at-
tributed to the phonon component, as this contribu-
tion will increase below Tc due to a rapid decrease in
the quasiparticle scattering. However, a reasonable fit
of the resistivity to the Fermi-liquid T 2 dependence, a
small RRR value, and the estimated dominance of the
phonon contribution to κ at the superconducting tran-
sition are in favor of the latter scenario. As shown in
Fig. 9, the peak in the thermal conductivity is suppressed
in the presence of a magnetic field. We interpret the
suppression as due to phonon-vortex scattering in the
mixed state (Hc1<H<Hc2), where Hc1 ≈ 8 mT [40].
This requires the intervortex spacing to be less than the
phonon mean free path. Assuming a triangular vortex
lattice, the vortex spacing (av) can be estimated by [45]
av = 1.075(Φ0/H)1/2 ≈ 700 Å, for a field value of 0.5 T.
From specific heat and thermal conductivity data, and
assuming a reasonable sound velocity of 3500 m/s, the
phonon mean-free path is estimated to be ≈ 3000 Å,
which is indeed larger than the vortex spacing, further
supporting the notion of the thermal conductivity being
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dominated by the phonon contribution in zero field.
The temperature dependence of κ/T is shown in

Fig. 10. Linear fit (dashed line) match the data well be-
low the phonon enhancement peak for zero field and 0.5
T, and to even higher temperatures for the 5 T data, in
which the phonon peak has been completely suppressed.
A similar linear temperature dependence in κ/T was ob-
served in CePt3Si [46]. While it may be tempting to
draw conclusions about the existence of nodes from the
extrapolated linear dependence to T = 0, this would be
misleading, as detailed measurements at much lower tem-
peratures are necessary to determine the behavior of the
electronic component of κ/T .
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FIG. 10. Temperature dependence of thermal conductivity
κtot below Tc. The dashed line is a linear fit to the data.

D. London penetration depth

The temperature dependence of the London penetra-
tion depth is shown in Fig. 11. A sharp superconducting
transition was observed at 6.7 K, which is similar to the
value from the resistivity data. In order to determine the
structure of the gap, one needs to probe the behavior of
∆λ(T ) below about Tc/3 (2.23 K in the current study).
We measured ∆λ(T ) down to 0.5 K (∼0.07 Tc) as seen in
Fig. 11(a). While a small impurity feature was noticed
below 1.1 K (0.16 Tc), we were able to observe the clear
temperature-independent behavior of ∆λ(T ) below 0.25
Tc which is consistent with the s-wave BCS fit of

∆λ(T ) ≈ ∆λ(0)
√
π∆(0)/2kBT )exp(−∆(0)/kBT ) (4)

with ∆λ(0)=220 nm. This suggests an isotropic su-
perconducting energy gap similar to Mo3Al2C [47]. In-
terestingly, other physical and thermal property studies
of Mo3Al2C, such as power law behavior in the NMR re-
laxation rate and absence of a Hebbel-Slichter peak, de-
viate from the BCS prediction, suggesting the possibility
of a nodal superconducting gap in Mo3Al2C [42, 48]. In
addition, Fig. 11(b) shows the corresponding superfluid
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FIG. 11. Temperature dependence of the London penetration
depth (a) and superfluid density (b). The superconducting
transition at Tc = 6.7 K is shown in the inset of the upper
panel. The dotted line in the main body of the upper panel is
a BCS fit to the data below T = Tc/3 as described in the text.
The lower panel shows the corresponding superfluid density,
and the solid line is a BCS fit to the data as described in the
text.

density of Re6Zr, ρs(T ) = (∆λ(0)/∆λ(T ))2 which is also
consistent with that of a single s-wave isotropic BCS gap.
In all likelihood, the polycrystalline nature of our sample
might prevent us from determining its actual gap struc-
ture due to disorder and or impurities, as suggested by
the large residual resistivity and small RRR value.

E. Heat capacity

A characteristic superconducting transition was ob-
served in the specific heat data, indicating bulk supercon-
ductivity. By fitting the C/T vs T 2 data to the equation
C/T = γ+βT 2, the value of the Sommerfeld coefficient
was determined to be γ = 27.5 ± 0.4 mJ mol−1K−2 and
β = 0.451 ± 0.009 mJ mol−1K−4. The ratio ∆C/γTc was
found to be 1.62, which is in agreement with the previous
work[2]. The ratio ∆C/γTc is larger than the BCS value
of 1.43, indicating moderate coupling strength in Re6Zr,
which is in agreement with the behavior of the thermal
conductivity.

The low temperature behavior of the electronic spe-
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FIG. 12. Temperature dependence of the total and electronic
specific heat. Upper panel (a) shows the superconducting
transition and estimation of the phonon and electronic con-
tribution using the fit described in the text(solid lines). The
electronic specific heat below Tc is shown in the lower two pan-
els with fits for the BCS (b) and anisotropic (c) gap structures
(solid lines).

cific heat and thermal conductivity is often a good in-
dicator of the superconducting gap characteristics. For
example, a power law behavior indicates nodes in the
superconducting energy gap, while exponential behav-
ior indicates a conventional, fully-gapped BCS state [1].
The electronic specific heat (Cele) below Tc was estimated
by subtracting the lattice component βT 3, from the to-
tal specific heat. The electronic specific heat was then
analyzed by fitting the data to the following forms: a
exp−b/T and cT 3. These are the expected temperature
dependencies for gaps which are isotropic or contain point
nodes, respectively. Our data are well fit by the expo-
nential fit Cele ∝ a exp−b/T below T = 2 K, as shown in
Fig. 12(b). The cubic power law does not represent the
data as well as the exponential fit [Fig. 12(c)]. The above
analysis suggests an isotropic gap. However, the accuracy
of low-temperature electronic specific-heat data obtained
by subtracting a phonon contribution grossly depends on
the accuracy in determining the normal-state heat capac-
ity from the in-field measurements[48]. In our study, the
phonon contribution was estimated from zero field data.
Hence, the actual temperature dependence of the elec-
tronic specific heat might not be represented by the cur-
rent data. Therefore, it would be difficult to distinguish
the power law due to point nodes from the exponential
behavior in our measurements. Note also that a similar

behavior of the low temperature electronic specific heat
in Mo3Al2C was found in two different studies. First,
Karki et al [42] found exponential behavior in the low
temperature electronic specific heat by using zero field
data to calculate the phonon contribution, while Bauer
et al [48] found a power law behavior when the phonon
contribution was calculated by investigating the heat ca-
pacity thoroughly in both zero and applied field.

F. Doping and pressure studies

To investigate the effect of chemical doping on the su-
perconducting transition temperature of Re6Zr, we syn-
thesized multiple samples doped with Hf, Ti, W and Os.
Among the doped samples, Os doping had a significant
positive effect on the transition, enhancing Tc by ≈ 1%
per 1% doping concentration as seen in Fig. 13. Due to
the heavy nature of its constituent elements, we expect
SO coupling to play a significant role in the physical prop-
erties of Re6Zr. Os, being heavier, could enhance the SO
coupling leading to an increase in Tc. The other dopants
at or below 10% lowered Tc or had little effect. Note
that unconventional pairing mechanisms in anisotropic
channels are sensitive to disorder, and doping generally
suppresses the transition temperature. An increase in Tc
with Os doping then either indicates an s-wave singlet-
triplet mixing, inconsistent with the TRS breaking, or
an intricate interplay of the ASOC with the microscopic
mechanism responsible for unconventional pairing. The
latter possibility, to our knowledge, has not yet been in-
vestigated theoretically in sufficient detail.
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FIG. 13. Change in the superconducting transition tempera-
ture as a function of Os doping. The broken line is a linear
fit to the data. Inset: Superconducting transitions in the Os-
doped samples observed in the temperature dependence of the
electrical resistivity.
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The pure sample was also exposed to moderate hydro-
static pressure up to 8 kbar. Pressure only had a small
effect on the transition, decreasing Tc slightly as shown
in Fig. 14. The solid line is a linear fit to data which
shows the decreasing trend of transition temperature un-
der applied pressure

6.57

6.56

6.55

6.54

6.53

6.52

T
C
 (

K
)

86420
P (Kbar)

dTC/dP = - 0.007± 0.001 K/Kbar

FIG. 14. Change in the superconducting transition temper-
ature of pure Re6Zr due to applied pressure. Solid line is a
linear fit to data which indicates a negative slope.

IV. CONCLUSION

Polycrystalline samples of pure and doped Re6Zr were
prepared by arc-melting techniques. The results of
XRD measurements and elemental analysis confirm sin-
gle phase materials with the noncentrosymmetric α-Mn
structure type. From resistivity, magnetic susceptibility,
and specific heat measurements, Re6Zr was confirmed to
be a strongly correlated, type-II superconductor with a
bulk transition temperature near 6.7 K with a strong
electron-phonon coupling. Several doping studies re-
vealed that Os doping significantly enhanced Tc, which is
possibly due to enhanced SO coupling. The thermal con-
ductivity is dominated by the phonon contribution near

the superconducting transition and is enhanced below Tc
due to a decrease in electron-phonon scattering, as nor-
mal electrons pair up to form the condensate. Applied
magnetic fields between Hc1 and Hc2 suppress the peak
due to phonon-vortex scattering. The upper critical field
Hc2(0) is comparable to the calculated Pauli limit, which
can be a consequence of the SO interaction or strong cou-
pling or might also be due to the contribution from a
triplet pairing component to the order parameter. While
the above measurements suggest that the superconduct-
ing behavior of Re6Zr deviates from that of the conven-
tional superconductors, the low temperature electronic
specific heat and penetration depth are best fit with an
exponential temperature dependence. The data, taken in
its entirety, somewhat weigh against lines of nodes in the
superconducting gap, but may be consistent with point
nodes. To truly establish the effect of broken inversion
symmetry in Re6Zr, low temperature studies of the phys-
ical and thermal properties on a single crystal are highly
desirable.
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